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Technical Specifications

This product meets or exceeds all standards described in ANSI A137.1 & A137.3.

SPECS TEST METHOD INDUSTRY STANDARD VALUES
WATER ABSORPTION b <0.5% <0.5%
SURFACE WEAR RESISTANCE AA1,\3§|1 surtace V\\//iiaeréruessi;:(ajhpc;sgcl)gsr;ileez-of glazed RESIDENTIALA/UC_:OMMERCIAL
ASTM A tile sample is placed in continuous contact

CHEMICAL RESISTANCE with a variety of chemicals for 24 hours. NOT AFFECTED

€650 Sample must show no visible defects.
ANSI INDOOR =0.42 WET >0.42 WET
D.C.O.F. AcuTest®
A326.3 OUTDOOR >0.55 WET >0.55 WET 2CM & GRIP

ASTM Surfaces are exposed to staining agents for 24

STAIN RESISTANCE hours followed by four cleaning procedures. NOT AFFECTED
C1378 .

Results are recorded post cleaning.

LI

BREAKING STRENGTH ASTM

GAUGED PORCELAIN C1505 2175 Ibf =200 Ibf

6 BREAKING STRENGTH ASTM 2275 Ibf >300 Ibf
L3 c648
BREAKING STRENGTH ASTM

OUTDOOR 2CM 1505 2000 Ibf (10.9 kN) >2500 Ibf

A tile sample is subjected to repeated

;‘% RESISTANCE TO FREEZE é%TQ'\g processes of freezing an_d thawing. RESISTANT

Sample must show no visible defects.
. WARPAGE EDGE ’éig\g 10.42)1/?_{;)?%05 n +0.40% Rectified
. WARPAGE DIAGONAL /éig\é' to"‘?g‘fé’:ﬂﬁ%“ n +0.40% Rectified
. WARPAGE EDGE o 10'5?;?80’5%07 n +0.50% Calibrated
. WARPAGE DIAGONAL /éig\él ro.s?jqc?Sor;r%w " +0.50% Calibrated
. é THICKNESS /éiggl Range: = 0.04 in <0.04 in

¢ Due to the inherent nature of fired porcelain tile, it is important to note that the coefficent of friction may vary within and between product runs.
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www.decotile.com
@decotile

Toronto
Head Office + Warehouse

143 Tycos Dr.
Toronto, ON M6B 1Wo
416 413 77985

Oakville
Showroom

550 Speers Rd. Unit #2
Oakville, ON LeK 2G3
905 582 7985
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